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PERCENT BED EXPANSION OF A BACKWASHED SEGREGATED BED OF CR1240A SERIES
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Above data generated on fully wetted activated carbon. 
 
 
 

 
 

 
This information has been gathered from standard reference materials and/or test data that are assumed to be accurate and reliable.  Nothing herein shall be deemed to be a warranty or representation expressed or implied, that 

the use of such information or the use of the goods is fit for any particular purpose alone or in combination with other goods and/or processes, or that their use does not conflict with existing patent rights.  No license is 

granted to practice any patented invention.  This information is offered solely for your consideration, investigation and verification. 
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